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. < Add: 10 Dalixincun, Hengyang City,Hunan,P.R.China P.C.:421001
HENGYANG VALIN MILL TEST CERTIFICATE
STEEL TUBE CO.,LTD Tel and Fax: +86 734 §873739
(ACCORDING TO EN10204 3.1B) E-mail: hsiec/@hystezliube.com
CUSTOMER BID TUBULAR LIMITED lCF.RTI'FICATE nNO. C201407414-1
CONTRACT-ITEM NO. 2111001072- 08 l P.O.ND] 112633 DATE: 201437 PAGE: 1/3
PRODUCT SEAMLESS STEEL LINE PIPE I DELIVERY CONDITION HR
SPECIFICATION SEE SPECIFICATION NOTE HEAT TREATMENT l
GRADE B, W/X42 Grade 260 | bmvensions | 2" x SCH80 x 20FT
TOTAL BUNDLES: 48 I TOTAL PIECES: i748 l TOTAL LENGTH: 34982 848 ft I TOTAL WEIGHT : 79.747 mi
LENGTH | WEIGHT TENSILE TEST ASTM A370 COLD
NO. LOT Mo. HEAT No. BUNDLES | PIECES & mt SAMPLE TYPE/ ORIENTATION / SIZE(mn/GAUGE LENGTH(mm):S:Li2 950 BENDING
wi TS(Psi) YS(Psi) | R0.5 EL(%) RA. (%) YSIIS TEST
1 941302707 1421479 15 548 10967.159 25.001 68295 49880 300 0.73 ACCEPTABLE
2 941302708 1421478 22 792 15850.346 36.132 70470 48720 305 0.69 ACCEPTABLE
3 941302709 1421480V 142 2841.868 -6.524 71715 54083 320 0.75 ACCEFIABLE
P 941302710 1421477 266 5323.475 12.136 74005 53650 275 072 | ACCEPTABLE
IMPACT TEST HARDNESS TEST
NO NOTCH TYPE/ORIENTATION/TEMPERATURE('CYSIZE (mm) : NON METALIC GRAIN NACE MRO175180
: T i INCLUSION SIZE 15156/NACE MRO103
AK1 (D Av.(J) |% SHEAR AREA LE AK2 (D) Av.(J) | % SIIEAR AREA LE HRC
1 / ! Lo
2 ! ! .00
3 / ! R
4 / !
| =
NOTES:

WI--THEORETICAL WEIGIIT
W2-ACTUAL WEIGHT
NR-NORMALIZING ROLLED

AK1--ABSORB ENERGY FOR THE FIRST SET

SAMPLE ORIENTATION : L-LONGITUDINAL T—TRANSVERSE
SAMPLE TYPE: S—StRIP  C-- CLUBBED
QS.T -QUENCHING ANDTEMPERING

ARATABSORB I.'\JERG‘FHIO‘\ THE SECOND SET

F-FULL-SECTION

N-NORMALIZING
A--ANNEALING
Av.—AVERAGE
LE--SIDE EXPANSION

UNIGIHNAL




NMENGYANG VALIN
STEEL TUBE CO.,LLTD

MILL TEST CERTIFICATE

(ACCORDING TO EN10204 3.1R)

Add: 10 Dalixincun, Hengyang City,Hunan PR Ching P.C.:421001

Tel and Fax: +86 734 8873739

ET-ASTM E209 UT-ASTM E213

EMI-ASTMES70 .. MPI-ASTM E709 —

LAL3N2—ACCEPT LEVEL LAL31.2, NOTCH DEPTH 15 ]35}_3;'210‘:-1; /5% THE SPECIFIED WALL THICKNESS,

SUM2-NEN, i ¢
UMz-Nb \LJ_;,

E-mail: hsiecf@hysteeltube.com
CUSTOMER BHD TUBULAR LIMITED | cerTiFicATE NO C201467414-1
CONTRACT-ITEM NO. 2111601072- 08 [ poro ] 112633 DATE: 2014-3.7 PAGE: 2
PRODUCT SEAMLESS STEEL LINE PIPE DELIVERY CONDITION | iR
SPECIFICATION SEE SPECIFICATION NO'TE | HEAT IREATMENT
GRADE B,B/X42,Grade 290 DIMENSIONS | 2" x SCHS0 x 20FT
TOTAL BUNDLES: 48 [TOTAL PIECES: 1749 [TOTAL LENGTIL 34982818 ft | TOTAL WEIGHT: 79.747 mt
- HEAT No. CHEMICAL COMPOSITION (%)
)
LOT No. Type| ¢ [si [ cr[Mo]w [cu|wi[ v [a]salasTen]se[ o] 1i [ ] N | 8i s [vIa]c] & Tsumi[som|somi ] re|®
*100 <1000 10000 100 1000
P
1421479 d 4] 30| 126] s8] 14 100[ 28] 15 1IE 95| 37| 2 37 203.7 47 167
1 941302707 P 13] 27]122] 56 1 97| 28] 12 1| 1 85| 35| 2 36 195.5 45| 1ss
941302707 P 13| 27]122] 56| 12 96| 27| 12 i i N EE 16 194.4 44| 154
1421478 H 14| 30128 67| 17 96| 30] 16 1| 12 63 8] 2 38 2138 48] (6%
2 941302708 P 12| 28] 124] 62| 16 95| 30| 13 1| 1 s6| 32| 2 20 206.2 42| 152
941302708 P 13| 28/ 135] 62 16 o7] 30 14 1 s6| 3| 2 36 2084 14| 154
1421480V H 4] 31 128] 63] 14 s8] 28] 10 1|12 77] 3] 3 38 1963 43 163
3 S41302709 ¥ 12| 27[121] 61| 15 92| 30| 12 1| 10 o 33 2 20 2013 43 143
941302709 P 13| 28] 124] 62| 17 96| 29] 13 i n s6] 35] 3 36 207.5 45| 15
1921477 H 13| 30| 125] ss[ 17 98] 27| 14 1] 12 17| 36| 2 36 2006] 46| 166
4 941302710 P 16| 28] 128] so| 16 98| 30| 14 | 12 25| 35| 2 40 197.5] 45| 16
341302710 P 16| 28[128] 51| 15 00| 30| 13 1| 12 | 3| 3 40 1992 42 162
H
P
]’)
NON-DESTRUCTIVE TEST .
POSITION PIPE BODY PIPE END FND SURFACF(GROOVE) BEVELLING
NDT Type{Level) ET/4 MPL ACCEPTABLE
VISUAL & DIMENSION
LAMINAR ACCEPTABLE
TEST RESULT ACCEPTARLE ACCEPTABLE NA 7 - CONIING:
RESIDUAL MAGNETISM ACCEPTALLE Zo il sheil 1
UT THICKNESS MEASUREMENT N/A = ;
HYDROSTATIC TEST Min(psi‘s) 3000/6 ACCEPTABLE . JACQE_EIA%"(/\,\
FItE 2. g BT LY LTI e N |
NOTES: H-HEAT ANALYSIS P-PRODUCT ANALYSIS  CE-EQUIVALENT CARBON R--RATIO RI=Ca 73 tk_izf;'-y AT e A s
CEIN/=C+Mn/B+{Cr+ b0V )/Se(CusNiJ/ 15 CEPCM=C+Si#30+ [Mn+Crs Cu)/20eNi/60+ Mar 1 5+ 104578 SUMI=CrsCusbloshlivy g v\S"ctl:ﬁ;\ /

ORIGINAL




HENGYANG VALIN
STEEL TUBE CO.,LL.TD

MILL TEST CERTIFICATE

Add: 10 Dalixincun, Hengyang
City,Hunan,P.R.China P.C.:421001

Tel and Fax: +86 734 8873739
(ACCORDING TO EN10204 3.1B) E-mail: hsieci@hysteelube.com
CUSTOMER BHD TUBULAR LIMITED | CERTIFICATE NO. C201407414-1
CONTRACT-1TEM KO. 2111001072-08 I PONO. I 112633 DATE: 2014-3-7 PAGEL: 313
PRODUCT SEAMLESS STEEL LINE PIPE ]DEI,I’VFR\' CONDITION HR )
SPECIFICATION SEE SPECIFICATION NOTE I HEAT TREATMEN1 I
GRADE B.B/NA2 (irade 250 | Divensions | 2" x SCHS0 x 20FT
TOTAL BUNDIES: 48 ITOTAL PIECES: 1749 | TOTAL LENGTH: 31982.848 ft —I TOTAL WEIGHT : 79.747 mt
REMARK :  ORIGIN:MADE IN CHINA

spECIEicATION|MRO175 MRO103, ISO15156(FOR HARDNESS ONLY)
NOTE

APLSL{ASth)PSLIL, ASTM/ASME A/SA1068, CSA 7245.1 GR290 CAT |, NACE

and sutisfies the corresponding requirements.

We hereby certify that material herein described has been manufactured in accordance with the standards and specifications required in your order

This certificate is issued by a computerized system and it is valid with clectronic signature. In case the owner of the certificate would relcase a copy
of it Jhe musl attest its conformity to the original onc taking upon himself the responsibility for any unlawful or not allowed use,

Any alteration aud/or falsification will be subject to the law.

hsiec@hysteeltube, com

CUSTOMER THIRD PARTY

If you need to assure the authenticity of this certificats ,please do not hesitate 1o contact Hengyang Valin Steel Tube CO_L1D, E-mail:

€ s
S5 o

ORIGINAL

Certificate-maker:

AT




